
Riverstone 
ASTM No Specifica ons Results 

C120 Modulus of Rupture 82 MPa 

C121 Water Absorp on 0.11% 

C217 Weather Resistance 0.01 mm 

Solar Reflectance Standard Devia on Solar Reflec ve Index 

0.18 0.00 16 

Weight:  Approximately 720 lbs./sq. on a 2” headlap 
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